About this sheet
Read the given reference (odms1.pdf). Give the optical absorption data (UV-Vis) in the first 2 columns of the supplied excel sheet (UvVis_Band_Gap.xls). That is - the wavelength in 1st column and the absorption data in the 2nd column. The next column (3rd) will calculate the following;
E = hc / lambda
The next (4th) column will calculate (alpha *h * nu ). (See given reference).
The next column (5th) will calculate ((alpha *h * nu )**2). (See given reference).
The A plot of   E  and   ((alpha *h * nu )**2) (3rd and 5th columns) will give a curve. The straight line drawn along the straight portion of the curve intersecting y=0 will give the band gap of the material.
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